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o orocess Flow Toohnolod kAASoS,MAA%?O,L<A€63°yb<AGG$2
[cRANE rocess Flow Technologies e 44230, K AGG3A, K %s‘osik%ggo
A Crane Co. Company v Kk Frsos, K‘:\.q,s“?a

D

DIN EN 1SO 5001
Zertifikat: 69 100 3087

Abnahmepriifzeugnis / Inspection certificate

EN 10204
Typ : Zeugnis-Nr., Datum Seite von
Type Certificate No. | Date Page of
CENTERLINE Klappe Serie RS 20241/ kr 31.08.05 1 1
Auftraggeber XOMOX International GmbH & Co./231185
Customer
Bestell-Nr. X50356-05
Cust. Order No. ALN: 1/ 3690
Crane-Kom-Nr. 399234
Crane Order No.
Umfang der Lieferung/Number of items supplied
Pos. Nr, | Stiickzahl | Gréfie DN Ident Ny P max. AP Serien-Nr. Chargen ~ Nr. GehZuse/ | Scheibe/ | Sitz
ltem No. | Quantity Size DN Ident No.: PN{bar] | PN[bar)| Serial No. Cast ~ No. Body Disc Seat
232RC 3 G2 GOd 218 22 |38 22 | 22
2 1 500 AXGBIEIUSG 10 10
3 4 100 AMSDIEIVIH 16 16 0705/ H27/10977 X
468 | G27/1097
223G 300 o | 2273// a8
4 1 125 ANGDIEIVIH 16 10 0705 /469 E 19/ angef. X
5 8 150 APGDIEIVIH 16 10 0705/ M 1979696 X
381 —384 M17/8167
0705/ HS5/10724
1HM3F2363H00 470473 | J2/11238
6 4 300 |ATGDIEIVIG 16 {0 08057 GA /angef. X
2¥26 2363200 113-116
Priifverfahren/Testmethods acc. DIN 3230, Teil 3/Part 3 EN 10204 2.2 3.1B
1 Priifverfahren/Testmethods acc. DIN 3230, Teil 5 PG 3/Part S PG 3 TN 10204
Bemerkungen / Remarks Sonstige Priifungen:
Other Test’s:
Leckrate 1/ Leakrate 1
[0 KXS Nr.,und Charge siche Anhang - . O Priiffungen gem. TRD 110
( KKS No. and [leat No. see attached list ) ( Test's in acc. with TRD 110)

Driicke in bar Uberdruck

Pressures in bar 0 Armatur entspr. VBG62 6l —und fettfrei gereinigt

Position | BA BN BY BY BW BO ( Valve in acc. to VGBG63 - free of grease and oil )
Item n. BA

2

3 24 " O Priifung gem. DVGW - Reg. Nr.:NG - 4313 AN 0172

9 24 11 (Test in acc. with DVGW - Reg. Nr.:NG - 4313 AN 0172)

M 24 11

6 24 11

Das Original kann beim Hersteller eingeschen werden., The original is available in manufucture’s files
Es wird hiermit bestiitigt , daf die gepriiften Erzeugnisse ohne Beanstandung sind
It is hereby certified, that the tested material is without any defect

%ﬁ@ §‘f%§ 111

Crane Process Flow Technologies GmbH

Postfach 111240, D-40512 Dasseldorf, Heerdter Lohweg 63-71, D-40549 Disseldorf
Telefon (02 11) 59 66-0, Telefax (02 11) 58 56-111, www.craneflow.de

Amtsgericht Disseldorf, HR B 24702, Geschiftsfibrer: Hans D. Ptak
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Q.K:.P.‘F'._DUNDRIE.S PVT L T D,y

R, S. Ho, €89, Udyaebag,
0, Y3 CERT, REG, NO, 0420211300200012 DAYED:0-02-2002 BY RUTUV ’ BELBAUH - 530 008,
’ . Phone: 450164, 441520
INSPECTION, CERT1 FICATE ACCy 1O 3,1B OF EN 10204

CUSTONER: *-CRAE PROCESS FLOW TECHIOLOGTES. | ORDER MO, SH3513 | CERTIFICATE M0,
: T . | DT 15/04/2002 [ 6045 - 20/12/2002 :
N ,
WATERIAL ¢, 56 ENBIS-400/15 ' | TECHICAL ERUIREMERTS/DENRID BN 1562
DE SIGHATLON  DRISOHAFERBODY 7010554 B S |INVOICE M0, 5910~

INVDICE DATE: 20/ 12/2002

beo 1S bMLt P 1§ 1 Cuo iDL N1 Hy

WATW, MG e ] f—ei 1 ! R
o ! t o I f [ I ! I
2501 2700 02800 0.091 001 . 1 L . L 0071
HEAT IDENTIFICATION CODE  M.17 T VA
MECHAICAL TEST/PROPERTIES
TENSILE . " | IMPACT STRENGTH | HARDNESS TN BHN ~ -
+ TESTNO. 1 Test tenperature °| Yield Strength | Tensile Strength | Elongat?orr I Test Temperaturel Energy oft  H2 1 HB
I i I, | © 1T dessals | lupact | 10/3000 (2.5/187.5
VERT MO, | ot 10.28 Wes2 | Mis2 T T R T B 1
K17 f |oBLe 1 5320 Lo ! 1 1170 178)
I ! ! T I I Lol
VEAT TRERTHENT INOY APRLIRBLE. | Hicrostructure ¢ GRAPH [TE NODES IN FERRITIC MATRIX

i INPECTION: Q\)—

REMARKS OBSERVATIONS

MO HELDINS DONE ’

THIS CASTING HAS NGT COKE INTC] DIRECY CONTACT WITH MERCURY OR ANY OF ITS COMPONENTS OR ANY MERCURY CONTAINING DEVICES EMpLOYING R -
* SIHGLE BOUNDRRY OF ON CONTAIRHENT DURING KANLFACTURING PROCESS, INSPECTION AND STORAGE

POSITIVE STATEMENT OF COMRILIANCE=:  HE CERTIFY THAT THE CONTENTS OF THIS REPORT RRE CORRECT
AND ACCURATE & MEET THE REQULRYENENT OF THE PO & THE MATEFUIAL SPECIFICATIONS.

For A.K.P. FOUNDRIES PVT. LTD., CRAKL PRACISS FIOW rec;mow;xes )

\% L0V YD,
Qualiiy Cuatrol Dept,
Hoxe \M Vo, Bed Uk i
Horks Authorised” Inspector, ng-; }x futhorised Insp.

fdw




' ‘A K.P. FOUNDRIES PVT. LTD

L
1

. RS. No. 689; Udyambag,
-BELGAUM ~ 590008 *

7%

. JRAITEMENT THERM QUE

. INSPECTION CER'HFICATE ACC TO E’N 10204 3. b . . : RN
‘ 1 Phons : 440164,441530 -
cuerme a REBIDD NO. CERTIFICADO. *
" KUNDE |pesteluno. -, .. .7, |ZEUGNISNO B
. CUSTOMER : CRANE PROCESS FLO o ~ |oRrDERNO.: T /51145647 CERTIEICATE NO, ;7912
W TECHNOLOGIES - | oppeR DATE: . 21/Apr/2003 CERTIHCATE No.
~CLIENT COMMANDE NO. .
MATERIAL - " NORMAS DE CONTROL EESPECIFICACIONES L
wemgso;r : KONTROLL NORM/SPEZIFICATIONES ‘EN 1563
CMATERIAL  SG EN:GIS-400/15 TECHNICALREQUIREMENT/DEMAND DIN 50125
MATIERE : - .NORMOS DE CCNTROL ET spemncmows -
. ESINACION . :
* GEGENSTAD | . SR T
DES]GNATION 150MM WAFER"BODY . (DRAWING No. 7010554 B )
DESIGNATION . , . -
L ANALYSIS qumco cuemscns ANALYSE/CHEMICAL ANALYSE/ANALYSE cnsmqus ,
. COLADANNO, . - , A _ . K Cl
scamenbzs NO. S : c .St M s e Me
couuse vo. 3460 | - 2.800 0.220, -0.050 6.010° 0.038.
. Eopigo mermnc:Acxou COLADA CANTIDAD .0 . A
“SCHMELZEIDENTIFIKATIONSKOD s LMENGE  ‘InvNo. 5182  DE: 12/23/2003
«~.. HEAT I0ENTIFIKATION CODE M.19 ® |-QUANTITY 80 Nos * L
.CODE INDEN‘HFICATION COULEE . -QUANTITE : o
‘ _ ~ENSAYOS MECHANICOS/MECHANISCHE PRUFUNGNM/MECHANICAL TEST/ESSAIS MECANIOVES
. TRACCION[ZUGFESTIGKFIT/TENSILE/TRACTION RESILIENCIA *"- DUREZA/HARTE-
: S . , !I(SRBSCHLAAGARBEIT HARDNESS/CURETE
TMPACT. 3
it e STRENGTH/RESILIENCE :
" '\'.'..P.R'OBE\'A N. . B e =8 ’6 o g Tud
PROBE Nr: © 58 | §.53 £ B38| .o 8 = g8 .
|& 8% | £488 B5ek|el. 5|z 5, | 8958 g o
mestro. - - [5 B4l BEEE CBET|EER| 8 Bel S5S 8 B
oo i | BSEBE 9B%al REes|5REE| 232k | E2BE s &
g - |BE2z8l SE%E| £5E8|oR 5| Edvs| 25 ) a
s . ShEer] 5855 88k SEG| COEr| dhdE £ 2
o R 1 0:2% 2 ; .
| HEATHO. oC | wymma | VIO | % N .
g T g5e.d0 | MEs6.60 | 17,20 © 170, 170
T
TRATAMIENTO TERMICO .
-HEAT TREATMENT ot AP "'ICABL.E'

- OBSERVACIONES_/BEMERKUNGEN]REMARKS OBSERVATIQNS

Graphite Nodules In Ferritic Matiix

: LOS RESULTADOS INDICAN QUE EL- MATERIAL ESTA DE

" ACUERDO . ALAS ESPECIFICACIONES

"DIE RESULTATE ERGEBEN, DASS DAS MATERIAL DEN
SPEZIFIKAT[ONEN ENSPRICHT

. THE RESULTS SHOW THAT THE MATERIAL 15 ACCORDANCE
. Y REQUXREMENTS _ L

PECHA / DATUM / DATE / DATE -

DIRECTOR CALIDAD / Q.C. MA




'A.K.P. FOUNDRIES PVT. LTD.
INSPECTION CERTIFICATE ACC : TO EN 10204 3,1b

R.S. No. 639, Udyambag,
BELGAUM - 530 008

70724

) Phone & 440164,441530
CLIENTE REDIDO NO. CERTIFICADO
KUNDE CRANE PROCESS FLOW TECHNOLOGIES DESTELL NO. ZEUGNIS RO
ORDER NO.! CERTIFICATE NO. : 4786
CUSTOMER :
ORDER DATE: CERTIFICATE NO.
CLIENT COMMANDE NO.
MATERIAL NORMAS DE CONTROL EESPECIFICACIONES
WERKSOFF KONTROLL NORM/SPEZIFICATIONES EN 1563
MATERIAL  SG EN-GJS-400/15 TECHNICALREQUIREMENT/DEMAND DIN 50125
MATIERE NORMOS DE CCNTROL ET SPECIFICATIONS
DESINACION
GEGENSTAD )
DESIGNATION 150MM WAFER BODY (DRAWING NO. 7010554 B )
DESIGNATION
ANALYSIS QUIMICO CHEMISCHE ANALYSE/CHEMICAL ANALYSE/ANALYSE CHEMIQUE
COLADAN NO. _ :
SCHMELZE NO. ¢ S Mn P S Mg
HEAT. NO. H.5 3,530
R LB NO. 2,540 0.200 0.037 0.010 0,032
CODIGO INENTIFICACION COLADA CANTIDAD
SCHMELZEIDENTIFIKATIONSKOD « | MENGE Inv No. 3228 Dty 08/07/2004
HEAT IOENTIFIKATION CODE " 1 QUANTITY 68 Nos
CODE INDENTIFICATION COULEE QUANTITE

ENSAYOS MECHANICOS/MECHANISCHE PRUFUNGNM/MECHANICAL YEST JESSAIS MECANIOVES

TRACCION/ZUGFESTIGKFIT/TENSILE/TRACTION RESILIENCIA DUREZA/HARTE
KERBSCHLAAGARBELT HARDNESS/CURETE
IMPACT
STRENGTH/RESILIENCE
PROBETA N R
s B ol g &8 . 2 |8 ug
PROBE Nr- S 58 | 8,88 2.28lo2 |5 % 5 &% o
g E 5902 2YBEI25 - § E | B2 E 8 2
TEST NO. 2 Bpe BEE8 5B S25E § 0g| 985 g 2
secovir. | B2EZ] s20e B39\ By B2 %%Eﬁ EapE & a
— [o: 8~ S = [T
EecBD| ERLE 535 503 | EAER| G hG : 2
HEAT NO. oC N"/}f“r’;‘;z N2 | % J
H.5 315.20 | 508.70 | 16.80 163, 163
TRATAMIENTO TERMICQ
WARMEBEHANDLUNG
OT APPLICABLE,
HEAT TREATMENT NOT APP E
TRAITEMENT THERM QUE

OBSERVACIONES/BEMERKUNGEN/ REMARKS OBSERVATIONS

Graphite Nodules In Ferritic Matrix

LOS RESULTADOS INDICAN QUE EL MATERIAL ESTA DE

ACUERDO ALAS ESPECIFICACIONES

DIE RESULTATE ERGEBEN, DASS DAS MATERIAL DEN

SPEZIFIKATIONEN ENSPRICHT

THE RESULTS SHOW THAT THE MATERIAL IS IN ACCORDANCE

WITH REQUIREMENTS.

PECHA / DATUM / DATE / DATE

\é.f\%%\o“]

DIRECTOR CLIDAD / Q.C. MANAGER

CASTINGS ARE VISUALLY INSPECTED AND ARE FREE FROM FOUNDRY DEFECT

O, WH@T&JK@N @ C. dee M’}@J}
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A.K.P. FOUNDRIES PVT. LTD.

INSPECTION CERTIFICATE ACC : TO EN 10204 3.1b

AT PP

R.S. No, 689, Udyambag,
BELGAUM - 590 008
pPhone : 440164,441530

CLIENTE REDIDO NO. CERTIFICADO
KUNDE CRANE PROCESS FLOW TECHNOLOGIES DESTELL NO. ZEUGNIS NO
. ORDER NO.: CERTIFICATE NO.: 5558
CUSTOMER * ‘
- ORDER DATE: CERTIFICATE NO.
_ CLIENT COMMANDE NO.
MATERIAL ' NORMAS DE CONTROL EESPECIFICACIONES
WERKSOFF ) KONTROLL NORM/SPEZIFICATIONES EN 1563
MATERIAL SG EN-GIS-400/15 TECHNICALREQUIREMENT/DEMAND DIN 50125
MATIERE NORMOS DE CCNTROL ET SPECIFICATIONS
DESINACION
GEGENSTAD v . v
DESIGNATION DN 100 WAFER BODY (DRAWING NO. 7010552 A )
DESIGNATION :
ANALYSIS QUIMICO CHEMISCHE ANALYSE/CHEMICAL ANALYSE/ANALYSE CHEMIQUE
COLADAN NO,
SCHMELZE NO. . .C Sl Mn P e S Mg
HEAT NO. H.27 3.420
N LEENG. 2,540 0,200 0.042 0.011 0.031
CODIGO INENTIFICACION COLADA CANTIDAD
SCHMELZEIDENTIFIKATIONSKOD % | MENGE Inv No. - 3716 Dt: 08/30/2004
HEAT IOENTIFIKATION CODE H.27 J QUANTITY 270 Nos
CODE INDENTIFICATION COULEE QUANTITE

ENGSAYOS MECHANICOS/MECHANISCHE PRUFUNGNM/MECHANICAL TEST/ESSALS MECANIOVES L

TRAITEMENT THERM QUE

TRACCION/ZUGFESTIGKFIT/TENSILE/TRACTION RESILIENCIA DUREZA/HARTE
KERBSCHLAAGARBEIT HARDNESS/CURETE
IMPACT
STRENGTH/RESILIENCE
PROBETA N . e Je ss e 5 53
PROBE Nr. ° 5% 8 S22l 2.28|,2 s & £ 28
e 30 | $oBE 898k i2E B8 § | 85E8 2 2
TEST KO, 5 Blol BHBEGEnL|BZEE|E Bg| S35 g 2
EPRGUV Nr. 82555 o200l ST 52 ES 3%33 E L) 8 i i
Eicgs EREE FEEE|EES| EARS| BRaS @ 2
SEECr JAFS|SRFPE|<au O] Gadd T Z
0.2% 2
HEAT NO. o€ | Nz | N o 3
H.27 320,70 | 516.50 | 17.40 163, 163
gt e g [ B - -
TRATAMIENTO TERMICO :
WARMEBEHANDLUNG NOT APPLICABLE,
REAT TREATMENT

OBSERVACIONES/BEMERKUNGEN/ REMARKS OBSERVATIONS
Graphite Nodules in Ferritic Matrix

LOS RESULTADOS INDICAN QUE EL MATERIAL ESTA DE
ACUERDO ALAS ESPECIFICACIONES

DIE RESULTATE ERGEBEN, DASS DAS MATERIAL DEN
SPEZIFIKATIONEN ENSPRICHT

THE RESULTS SHOW THAT THE MATERIAL IS IN ACCORDANCE
WITH REQUIREMENTS,

PECHA / DATUM / DATE / DATE

St

WIRECTOR THIOAD / Q.C. MANAGER

—

CASTINGS ARE VISUALLY INSPECTED AND ARE FREE FROM FOUNDRY DEFECT
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AK.P. FOUNDRIES PVT. LTD.

70y 28

R.S. No. 689, Udyambag,
BELGAUM - 590 008

N CTL E : 102 . .
. INSPECTION CERTIFICATE ACC: TO EN 04 3 ’1b Phone : 440164,441530

CLIENTE REDIDO NO. CERTIFICADO

KUNDE CRANE PROCESS FLOW TECHNOLOGIES DESTELL NO. ZEUGNIS NO

ORDER NO,! CERTIFICATE NO. : 4503
CUSTOMER :
ORDER DATE: CERTIFICATE NO.

CLIENT COMMANDE NO.

MATERIAL NORMAS DE CONTROL EESPECIFICACIONES

WERKSOFF KONTROLL NORM/SPEZIFICATIONES EN 1563

MATERIAL  SG EN-GIS-400/15 TECHNICALREQUIREMENT/DEMAND DIN 50125
_MATIERE NORMOS DE CCNTROL ET SPECIFICATIONS

DESINACION

GEGENSTAD :

DESIGNATION DN 100 WAFER BODY (DRAWING NO. 7010552 A )
DESIGNATION

ANALYSIS QUIMICO CREMISCHE ANALYSE/CHEMICAL ANALYSE/ANALYSE CHEMIQUE

COLADAN NO, ,

SCHMELZE NO. ¢ Sl Mn l s Mg
HEAT NO. G.27 3.540

COULEE NO. 2.610 0,130 0.042 0,012 0.039
CODIGO INENTIFICACION COLADA CANTIDAD

SCHMELZEIDENTIFIKATIONSKOD « | MENGE Inv No. 3011 Dt: 07/30/2004
HEAT 10ENTIFIKATION CODE * © | QUANTTTY 113 . Nos

CODE INDENTIFICATION COULEE " | QUANTITE

ENSAYOS MECHANICOS/MECHANISCHE PRUFUNGNM/MECHANICAL TEST/ESSAIS MECANIOVES

TRAITEMENT THERM QUE

TRACCION/ZUGFESTIGKFIT/TENSILE/TRACTION RESILIENCIA DUREZA/HARTE
KERBSCHLAAGARBEIT HARDNESS/CURETE
IMPACT
STRENGTH/RESHLIENCE
PROBETA N
o g ol &5 s & % g g
PROBE Nr. v 52 18 £8|2_F8| o v 2 5 o8
8 B5 zo'&::éam{ggc Blm B 2=E @ o W
TEST NO. -g 28u ﬁgéﬁ Y i 5%58 £ B <§%3 S 5
EPRGUV Nr, g2ESH 58y EEL%|E2ES t2E8| 2559 8 S
si-78| E53% Feii|ERE8  F iz a5 2 B
il Bl JoSS| ORNrFPL|<d i Fuay- | Wouw I z
0.2% 2
HEAT NO, oC N/mm2 N/mm % ]
G.27 325.20 | 518,40 ] 17.00 163, 170
TRATAMIENTO TERMICO
WARMEBEHANDLUNG NOT APPLICABLE
- HEAT TREATMENT ’ ’

OBSERVACIONES/BEMERKUNGEN/REMARKS OBSERVATIONS
Graphite Nodules In Ferritic Matrix

LOS RESULTADOS INDICAN QUE EL MATERIAL ESTA DE
ACUERDO ALAS ESPECIFICACIONES

DIE RESULTATE'ERGEBEN, DASS DAS MATERIAL DEN
SPEZIFIKATIONEN ENSPRICHT

THE RESULTS SHOW THAT THE MATERIAL IS IN ACCORDANCE

WITH REQUIREMENTS,

PECHA / DATUM / DATE / DATE

oot
DAD / Q.C. MANAGER

CASTINGS ARE VISUALLY INSPECTED AND ARE FREE FROM FOUNDRY DEFECT
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A.K.P. FOUNDRIES PVT. LTD.

AT7L3E

R.S, No, 689, Udyamibag, -

BELGAUM - 590 008
INSPECTION CERTIFICATE ACC: TO EN 1 .1ib
0204 3.2 Phone : 440164,441530
CLIENTE - REDIDO NO. CERTIFICADO
KUNDE CRANE PROCESS FLOW TECHNOLOGIES DESTELL NO. ZEUGNIS NO
ORDER NO.: CERTIFICATE NO. : 5755
CUSTOMER :
ORDER DATE! CERTIFICATE NO.
CLIENT ‘ COMMANDE NO,
MATERIAL . NORMAS DE CONTROL EESPECIFICACIONES
WERKSOFF KONTROLL NORM/SPEZIFICATIONES EN 1563
MATERIAL  SG EN-G)5-400/15 TECHNICALREQUIREMENT/OEMAND - DIN 50125 (g
MATIERE * NORMOS DE CCNTROL ET SPECIFICATIONS "
DESINACION
GEGENSTAD
DESIGNATION L50MM WAFER BODY (DRAWING NO. 7010554 B . )
i -DESIGNATION ' . :
ANALYSIS QUIMICO CHEMISCHE ANALYSE/CHEMICAL ANALYSE/ANALYSE CHEMIQUE
COLADAN NO.
SCHMELZE NO. ¢ St Mn P S Mg
HEAT NO. 12 4470 280 TR e T -
COULEE O, 2. 0,310 0.03 0.0i1 0.042
CODIGO INENTIFICACION COLADA CANTIDAD
SCHMELZEYDENTIFIKATIONSKOD | MENGE Inv No. 3859 Dt: 09/04/2004
HEAT JOENTIFIKATION .CODE 1.7 € QUANTITY 123 Nos
CODE INDENTIFICATION COULEE 1 QUANTITE

ENSAYOS MECHANICOS/MECHANISCHE PRUFUNGNM/MECHANICAL TEST/ESSAIS MECANIOVES

TRACCION/ZUGFESTIGKFIT/TENSILE/TRACTION RESILIENCIA DUREZA/HARTE
KERBSCHLAAGARBEIT HARDNESS/CURETE
IMPACT
. STRENGTH/RESILIENCE
B .
PROBETA N e 8 Je es e |2 osg
= £ -2
PROBE Nr. a .Eg %SE%‘?%E’SQ? = 2 g ngg s a
TEST NO. 2 bl BESRCLE-|BEESE] % Bo ég“-g o 3
B AER mosm Q0P| EESEIE BE| S80S 8 2
EPRGUV Nr, 282529 289 8230|280 8955 SRBD S 3
E3ig8 £2B% P59 B85 FEsE| sk " R
SS5EeR| 5855I O] Re |25 uZ | Q48 | WA wd T g
0.2% v]
HEAT NO. oC N/mm2 N/mm % J
1.2 320.70 | 517.40 16.80 163, 163
TRATAMIENTO TERMICO 1
WARMEBEHANDLUNG NOT APPLICABLE.
HEAT TREATMENT

TRAITEMENT THERM QUE

OBSERVACIONES/BEMERKUNGEN/REMARKS OBSERVATIONS
Graphite Nodules In Ferritic Matrix

* LOS RESULTADOS INDICAN QUE EL MATERIAL ESTA DE

]

ACUERDO ALAS ESPECIFICACIONES

‘t DIE RESULTATE ERGEBEN, DASS DAS MATERIAL DEN

SPEZIFIKATIONEN ENSPRICHT

THE RESULTS SHOW THAT THE MATERIAL IS IN ACCORDANCE
WITH REQUIREMENTS.
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