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Process Flow Technologies
A Crane Co. Company

CRANE

Abnahmepriifzeugnis / Inspection certificate
EN 10204

KA5042
K 42006, KAZOAA AL AlA J LAl 244
K AAS0S, um\s?o, KAC@’-%OIKAGG&%
K 44230, Kk A6G3A, K ’-}OS’oS,K?o's%o
=py: k??gog,k4}s9o~
@@WE

DIN ENISO 8001
Zertifikat; 09 100 3087

Typ : Zeugnis-Nr, Datum Seite von
Type Certificate No. | Date Page of
CENTERLINE Klappe Serie RS 20241/ kr 31.08.05 1 1
Auftraggeber XOMOX International GmbH & Co. /231185
Customer
Bestell-Nr. X50356-05
Cust, Order No. ALN: 1/ 3690
Crane-Kom-Nr. 399234
Crane Qrder No.
Umfang der Lieferung/Number of itemns supplied
Pos. Nr. | Stiickzah] | Gréfie DN Ident Nr.: P max. AP Serlen-Nr. Charpen — Nr. Gehiiuse/ | Scheibe/ | Sitz
Item No. | Quantity Size DN [dent No.; : PN{bar}] | PN[bar]| Serial No. Cast - No. Body Disc Seat
2318C 3G GOod 348 22 |31B 22 | 22
2 / 500 AXGBIEIU9G 10 10
3 4 100 AMSDIEIVIH 16 16 0705/ H27/10977 X
465~ 468 G27/10978
223G IHDO ¥, L 22311475
4 ! 125 ANGDIEIVIH 16 0 0705 /469 E 19/ angef. X
5 8 150 APGDIEIV9H 16 10 0705/ M 19/9696 X
381384 M17/8167
0705/ H5/10724
21332363 Hoo 470473 | J2/11238
6 4 300 |ATGDIELIVIG I {0 0805/ GA / angef. X
242623@3 600 113-116
Priifverfahren/Testmethods acc. DIN 3230, Teil 3/Part 3 EN 10204 022 3.1B

C1 Priifverfahren/Testmethods ace, DIN 3230, Teil 5 PG 3/Part 5 PG 3 TN 10204

Bemerkungen / Remarks

Leckrate 1/ Leak rate !

O KXS Nr. und Charge siche Anhang -
( KKS No. and Ileat No. see attached lst)

Driicke in bar Uberdruck
Pressures in bar

Sonstige Priifungen:
Other Test's:

O Priifungen gem, TRD 110
( Test's in acc. with TRD 110 )

O Armatur entspr. VBG62 61 —und fettfrei gereinigt

( Valve in acc. to VGBG63 - free of grease and oil )

0 Priifung gem. DVGW - Reg. Nr,:NG - 4313 AN 0172

(Test in acc. with DVGW - Reg. Nr.:NG - 4313 AN 0172 )

Position | BA BN BV BY BW BO
Item n. BA

2

3 24 1

4 24 11

5 24 11

6 24 11

Das Original kann beim Hersteller eingeschien werden, The original is available in manufacture’s files
Es wird hiermit bestiitigt,, daf} die gepriiften Erzeugnisse ohne Beanstandung sind

It is hereby certified, that the fested material is without any defect

Crane Process Flow Technologies GmbH

T%ES@E’{%%«%%%%%@%

Postfach 111240, D-40512 Dasseldorf, Heerdter Lohweg 63-71, D-40549 Dasseldorf

Telefon (02 11) 59 56-0, Telefax (02 11) 59 56-111, www.craneflow.de
Amtsgericht Dasseldorf, HR B 24702, GeschiiftsfGhrer: Hans D, Ptak



A. K. P. F._DUNDRIE,S P VT L T Duy

£, LERT. REG. NO, 0420241300200012 DATED:01-02-2002 BY RWTLV

TNSPECTION, CERTL FICATE ALC 7O 3,1B OF EN 10204

F747

R, 8. o, €89, Udy axbag,
BELGAUY - 530 008,
Phovies 440164, 441530

CURTOHER: *“CRNE PROCESS FLOW TECHIDLOGIES | ORDER MO, SII3S3 | CERTIFICATE MO,
: o I DT: 15/04/20G2 I 6045 - 20/12/2002
LT 1
MATERIAL *, " 56 ENFRIS-400/15 ’ | TECHNICAL ERGUIREHENTS/DEHAND EN 1562

DESIGITION INSOMFERBOLY 7010554 B

1INVOICE HO.. ¢ 5940~ .
1INUDICE DRTE:20/° 12/2002

b o LS LM, P 10§ | Cu ot 1 Mo

COEATML ORI e e (P ! | :

t | :
| 500 27901 02801 001 o0ttt L 1 L.

0.047 |

HEAT IUENTIFICATION CODE M. 17 bomeimny 15

KECHANICAL TEST/PROPERTIES

TENGILE

| IHPACT STREM GTH

| HARDMESS TN BHN © -

« TESTND. 1 Test besperature | Yield Strength | Tensile Strength | Elongat?’on’ I Test Temperaturel Energy oft  HB | HB

} P | I { * I T dessals | Tupact 1 10/3000 12.5/187.5
HEAT K0, | ot 102 Wa2 | M/ toox R T !
W17 [ B[LK | S LB ! ! 10 1781
o b | T ! ! b o8
HEAT TREATIENT INOT APPLICAME. ‘ | Hicrostructure :  GROPH ITE NOXKES IN FERRITIC HATRIX
VISR INPEETION: Q\)——

REMARKS OBSERVATIONS
N0 MELDTNG DOKE

THIS CASTING HAS NG{' COHE INTE) DIRECY CONTACT WITH HERCURY OR ANY OF ITS COMPONENTS OR ANY MERCURY CONTAINING DEVICES ‘EHPLOYING R -

" SIHGLE EOUNDARY OF ON CONTAUIBENT DURING HAINUFACTURING PROCESS, INSPECTION AND STORMSE

POSITIVE STRTEMENT OF CODMPLIANCE:  WE CERTIFY THAT THE CORTENTS
A ﬂCwRATE § BEET'THE REQUIRIENENT OF TRE PO & THE MATEFUIAL SPECIFICATIONS.

OF THIS REPORT ARE CORRECT

.

Fr A.K.P. FOUNDRIES PVUT. LTD.,
\“ 7LTIV LD,
. . Quniiiy Cantrol Dapt.
Nage 3 \V Vo, fod Gk
Horks Ruthorised” Inspector, Jv

CRAKE PAIT2ES FLOW YECHROLOGIES |

Ruthorized Insp.




. RS. No- 689, Udyambag,
A.K P. FOUNDRIES PVT. LTD. . BELGAUM . 590 008 - o

INSPECTION CERTIFICATE ACC TO EN 10204 3. Ib . . . NN
Phone : 440164441530 -
cueme a o |rebimo o CERTIFICADO. * -
" KUNDE .+ |oeswluno. - .. 7. |2EUGNISNO )
CUSTOMER : CRANE PROCESS FLOW TECHNOLOGIES - ORDERNO.: ~  /5114564/ | CERTIFICATENO. : 7912
T MER : CRAN $ FLOW TECHNOLOGIES ORDER DATE: . 21/Apr/2003 CERT[FICATE NO.
CLENT COMMANDE NO. .
MATERIAL - “NORMAS DE CONTROL EESPECIFICACIONES o
WERKSOFF - KONTROLL NORM/SPEZIFICATIONES “EN 1563
fMATERI_AL SG EN-GIS-400/15 TECHNICALREQUIREMENT/DEMAND . DIN 50125
. .MATIERE ; : .NORMOS DE ccnmoz.srspecmcmoms :
o DESINACION .

.. GEGENSTAD | . L . - - o -
"DESIGNATION - 150MM WAFER"BODY . (DRAWING NO.. 701055413 )
DESIGNATION o . ‘ . :
. ANALYSIS QUIMICO cnemscne ANALYSE/CHEMICAL AN ALYSE/ANALYSE cusmqua ‘

.. COLADAN NO, P 1 - T
' SCHMELZE NO. o c | s Mn | P S Mg
'HEAT NO, ‘Mi19 3460 | - 2. : . — o
couuse ko, 3460 | 2800 0.220, -0.050 0.010 " 0.038.
o3 Zopreo INENTIFICACION COLADA - CANTIDAD .0 oL 4
“SCHMELZEIDENTIFIKATIONSKOD o MENGE ~ InvNo. 5182  Dt: 12/23/2003
<. HEAT I0ENTIFIKATION CODE M.19 . ¥ |-QUANTITY 80 Nos * L ‘
_CODE moennncmon COULEE S “QUANTITE ; .
, “ENSAYOS MECHANICOS/MECHANISCHE PRUFUNGNM/MECHANICAL TEST/ESSAIS MECANIOVES
TRACCION[ZUGFESTIGKFIT/TENSILE[TRACTION RESILIENCIA " - DUREZA/HARTE-
B AR - , KERBSCHLAAGARBEIT HARDNESS/CURETE
IMPACT.. Ny

L meusmmesmence

~*.PROBETAN, .’ - R

Boein PR PP RIS R B R

r |5 5 | 8¢BS Bysh|ef g|: 5| 85Ed s 9
reorno. - {8 RRol TEERSEACI 558 8 Re| SEeS : :
erooviv. | (BEEEE9B%s| ROgRI EREE| 2820 BB & 3
T . R o a3t ESDE X = S|'Eus OE O .

- . EieBl ESLE 5|25 02| RERY| 58a s 2 g
AT 1 0:2% ! , ‘

:HEATNO. . , oC H/mm2 N/ fnm. %_ :.J . .

T 356,40 | "Es6.60 | 1720 2 170,170 '
. :
- TRATAMIENTO TERMICO .
WARMEBEHANDLUNG - N PLICABLE .
HEAT TREATHMENT . © . OT AP ”CABL '
. TRAITEMENT THERM QUE

. OBSERVACIONES/BEMERKUNGEN}REMARKS osseavmqns’

Graphite Nodules In Ferritic Matrix

: LOS RESULTADOS INDICAN QUE EL- MATERIAL ESTA DE

" ACUERDO, ALAS ESPECIFICACIONES

"DIE RESULTATE ERGEBEN, DASS DAS MATERIAL DEN
SPEZIFIKATIONEN ENSPRICHT

THE RESULTS SHOW THAT THE MATERIAL IS IN ACCORDANCE

. WITH REQUIREMENTS.

PECHA / DATUM / DATE / DATE -

DIRECTOR CALIDAD / Q.C. MA




. 7072y,

A.K.P. FOUNDRIES PVT. LTD. ; o e yabash
INSPECTION CERTIFICATE ACC : TO EN 10204 3.1b ’
A 043 1 Phone ¢ 440164A41530
CLIENTE REDIDD NO. . CERTIFICADO
KUNDE CRANE PROCESS FLOW TECHNOLOGIES DESTELL NO. ZEUGNIS RO
. ORDER NO.: CERTIFICATE NO. ¢ 4786

CUSTOMER : ORDER, DATE: CERTIFICATE NO.
CLIENT COMMANDE NO.
MATERIAL NORMAS DE CONTROL EESPECIFICACIONES
WERKSOFF KONTROLL NORM/SPEZIFICATIONES EN 1563
MATERIAL SG EN-GIS-400/15 TECHNICALREQUIREMENT/DEMAND . DIN 50125
MATIERE NORMOS DE CCNTROL ET SPECIFICATIONS

DESINACION
GEGENSTAD .
DESIGNATION 150MM WAFER BODY (DRAWING NO. 7010554 B )
DESIGNATION

ANALYSIS QUIMICO CHEMISCHE ANALYSE/CHEMICAL ANALYSE/ANALYSE CHEMIQUE
COLADAN NO. i
SCHMELZE NO. ¢ St Hn P s e
HEAT. NO. H.5 3,530 . 3
COULEE NO. 2,540 0.200 0.037 0.010 0.032
CODIGO INENTIFICACION COLADA CANTIDAD
SCHMELZEIDENTIFIKATIONSKOD w | MENGE Inv No. 3228 Ot 08/07/2004
HEAT IOENTIFIKATION CODE " | QUANTITY 68 Nos
CODE INDENTIFICATION COULEE QUANTITE

ENSAYOS MECHARICOS/MECHANISCHE PRUFUNGNM/MECHANICAL YEST/ESSAIS HMECANIOVES

P

TRACCION/ZUGFESTIGKFTT/TENSILE/TRACTION RESTLIENCIA DUREZA/HARTE
KERBSCHLAAGARBEIT HARDNESS/CURETE
IMPACT
STRENGTH/RESILIENCE
PROBETA N .
@ g ol B %5 o 2 8 ! g
PROBE Nr. S 42 | g8 88 2 _ P8l o g 2 |§ Ef
g 28 | coBg g5 B2 8 B Ra E o 0
IR T A D RO i g :
ecovw | EEEZH 3798 LORE ESRE L850 BERE S : |
— = = S = 3] O
EEc88 EREE 55i8|5Eas| BEEE| 854S = 2
KEAT NO. oC N‘}f‘?ﬁz Nfmem? | % )
H.5 315,20 | 508.70 | 16.80 163, 163
TRATAMIENTO TERMICQ )
WARMEBEHANDLUNG
o BLE.
HEAT TREATMENT NOT APPLICABLE
TRATTEMENT THERM QUE
OBSERVACIONES/BEMERKUNGEN/REMARKS OBSERVATIONS
Graphite Nodules in Ferritic Matrix
LOS RESULTADOS INDICAN QUE EL MATERIAL ESTA DE : PECHA / DATUM / DATE / DATE

ACUERDO ALAS ESPECIFICACIONES

SPEZIFIKATIONEN ENSPRICHT

DIE RESULTATE ERGEBEN, DASS DAS MATERIAL DEN \\a\w
i
e\l

THE RESULTS SHOW THAT THE MATERIAL IS IN ACCORDANCE

WITH REQUIREMENTS,

DIRECTOR CLIDAD / Q.C. MANAGER

CASTINGS ARE VISUALLY INSPECTED AND ARE FREE FROM FOUNDRY DEFECT

M umHultelker (g-c. dee -

%Uﬁwﬂ‘, Nel¥e



o | P IPD

A.K.P. FOUNDRIES PVT. LTD. ';'E*"L-G“j;; gsgé;’:;;';"agv
INSPECTION CERTIFIC CC: TO EN Jdb )
. ICATE ACC : TO EN 10204 3.1 Phonhe : 440164,441530
CLIENTE REDIDO NO. CERTIFICADO
KUNDE CRANE PROCESS FLOW TECHNOLOGIES DESTELL NO. ZEUGNIS NO
ORDER NO.: CERTIFICATE NO. : 5558
CUSTOMER ¢ .
ORDER DATE: CERTIFICATE NO.
. CLIENT COMMANDE NO.
MATERIAL . NORMAS DE CONTROL EESPECIFICACIONES
1 WERKSOFF . KONTROLL NORM/SPEZIFICATIONES EN 1563
MATERIAL  SG EN-GIS-400/15 TECHNICALREQUIREMENT/DEMAND DIN 50125
MATIERE NORMOS DE CCNTROL ET SPECIFICATIONS
‘ DESINACION
| GEGENSTAD .
|| DESIGNATION DN 100 WAFER BODY (DRAWING NO. 7010552 A )
‘ l DESIGNATION :
' ANALYSIS QUIMICO CHEMISCHE ANALYSE/CHEMICAL ANALYSE/ANALYSE CHEMIQUE
COLADAN NO.
©\  SCHMELZE NO. ¢ __ St M P s Mg
z HEAT NO, ‘H.27 3.420 . )
N LAE G, 2.540 0,200 0.042 0.011 0.031
CODIGO INENTIFICACION COLADA CANTIDAD
SCHMELZEIDENTIFIKATIONSKOD € | MENGE jnv No. 3716 Dt: 08/30/2004
HEAT IOENTIFIKATION CODE H.27 QUANTITY 270 Nos
CODE INDENTIFICATION COULEE QUANTITE
o ENSAYOS MECHARICOS/MECHANISCHE PRUFUNGNM/MECHANICAL TEST/ESSALS MECANIOVES
.| TRACCION/ZUGFESTIGKFIT/TENSILE/TRACTION RESILIENCIA DUREZAJHARTE
| KERBSCHLAAGARBEIT HARDNESS/CURETE
_ IMPACT
N STRENGTH/RESILIENCE
: PROBETA N ©
£ 4 g gl E 5-5 o E "E E‘%
{1 PROBENr. T 58 | 8,58 2=5%lep 2|3 F | B=B3 2
TEST NO. RN R IERAE 8 5
+= S = w -
0 o— @ cl & 1= o’ L= - oL B Y
SEE8C| GRSE| 835|282 | RAES | A GG @ 2
0.2% 2
HEAT NO. o | N | MMM % 3
- H.27 - 320,70 | 518.50 | 17.40 163. 163
TRATAMIENTO TERMICO
WARMEBEHANDLUNG
RN NOT APPLICABLE.
TRAITEMENT THERM QUE
. OBSERVACIONES/BEMERKUNGEN/REMARKS OBSERVATIONS
! ‘ Graphite Nodules in Ferritic Matrix
| \ LOS RESULTADOS INDICAN QUE EL MATERIAL ESTA DE PECHA / DATUM / DATE / DATE
' 1 ACUERDO ALAS ESPECIFICACIONES
DIE RESULTATE ERGEBEN, DASS DAS MATERIAL DEN
SPEZIFIKATIONEN ENSPRICHT “K
THE RESULTS SHOW THAT THE MATERIAL IS IN ACCORDANCE Tt —
WITH REQUIREMENTS, SIRBCTORCLIOAD / Q.C. MANAGER

CASTINGS ARE VISUALLY INSPECTED AND ARE FREE FROM FOUNDRY DEFECT




A.K.P. FOUNDRIES PVT. LTD.

7O) P8

R.S. No. 689, Udyambag,

BELGAUM - 550 008
. INSPECTION CERTIFICATE ACC: TO EN 10204 3.1b Phone : 440164,441530
CLIENTE REDIDO NO. CERTIFICADO
KUNDE CRANE PROCESS FLOW TECHNOLOGIES DESTELL NO. ZEUGNIS NO

ORDER NO.! CERTIFICATE NO. : 4503
CUSTOMER ¢
ORDER DATE! CERTIFICATE NO.
CLIENT COMMANDE NO.
MATERIAL NORMAS DE CONTROL EESPECIFICACIONES
WERKSOFF KONTROLL NORM/SPEZIFICATIONES EN 1563
MATERIAL SG EN-G1S-400/15 TECHNICALREQUIREMENT/DEMAND DIN 50125
_MATIERE NORMOS DE CCNTROL EY SPECIFICATIONS
DESINACION
GEGENSTAD .
DESIGNATION DN 100 WAFER BODY (DRAWING NO. 7010552 A )
DESIGNATION _
ANALYSIS QUIMICO CHEMISCHE ANALYSE/CHEMICAL ANALYSE/ANALYSE CHEMIQUE

COLADAN NO, .
SCHMELZE NO. c st Mn il S Mg
HEAT NO, G.27 3,540 042 .0
COULEE NO. 2.610 0,130 0.04 0.012 0.039
CODIGO INENTIFICACION COLADA CANTIDAD
SCHMELZEIDENTIFIKATIONSKOD . MENGE Inv No. 3011 Dt: 07/30/2004
HEAT JOENTIFIKATION CODE * 7 | QUANTITY 113 . Nos
CODE INDENTIFICATION COULEE * | QUANTITE

ENSAYOS MECHANICOS/MECHANISCHE PRUFUNGNM/MECHANICAL TEST/ESSAIS MECA NIOVES

TRAITEMENT THERM QUE

TRACCION/ZUGFESTIGKFIY/TENSILE/TRACTION RESILIENCIA DUREZA/HARTE
KERBSCHLAAGARBEIT HARDNESS/CURETE
IMPACT
STRENGTH/RESIIENCE
PROBETA N
PROBE N s o5 sl 558 g 5 g yi
" 5 8% gﬁﬁggﬁgg e? elm § | 8-E3 9 0
TEST NO. 3 38, gR5ETEErl5258|2 Bo|<8%5< 8 5
B S8Ep wBhu| 8200 |E825| FoEB| =55 & z
EPRGUV Nr. EoE28l oBosel 5845 GEGE| 8528 29D s a
- ES © Bl §& = 8 = @ o 9
S5zRC| 5825 gSad 2R A2 FAET| B4 2 2
HEAT NO oc | 22% | ymm? | % 3
) N/mm2
G.27 325.20 | 518.40 | 17.00 163, 170
TRATAMIENTO TERMICO
WARMEBEHANDLUNG
NOT APPLICABLE.
- HEAT TREATMENT B

OBSERVACIONES/BEMERKUNGEN/REMARKS OBSERVATIONS
Graphite Nodules In Ferritic Matrix

LOS RESULTADOS INDICAN QUE EL MATERIAL ESTA DE
ACUERDO ALAS ESPECIFICACIONES

DIE RESULTATE' ERGEBEN, DASS DAS MATERIAL DEN
SPEZIFIKATIONEN ENSPRICHT

THE RESULTS SHOW THAT THE MATERIAL IS IN ACCORDANCE
WITH REQUIREMENTS,

PECHA / DATUM / DATE [/ DATE

| b2 te
DAD / Q.C. MANAGER

CASTINGS ARE VISUALLY INSPECTED AND ARE FREE FROM FOUNDRY DEFECT




S o AT 3L
It

i i R.S. No, E
il" AP, FOUNDRIES PVT. LTD. ° ESLG'i U.;*‘gé:;g::"’ag'
" INSPECTION CERTIFICATE ACC:TO EN 10204 3.1b ) ' |
Tl 0204 3.1 Phone : 440164,441530 :
CLIENTE : REDIDO NO. CERTIFICADO
KUNDE CRANE PROCESS FLOW TECHNOLOGIES DESTELL NO. ZEUGNIS NO
ORDER NO.: CERTIFICATE NO. : 5755
CUSTOMER :
ORDER DATE! CERTIFICATE NO.
CLIENT COHMANDE NO.
MATERIAL ‘ NORMAS DE CONTROL EESPECIFICACIONES
WERKSOFF KONTROLL NORM/SPEZIFICATIONES EN 1563
MATERIAL  SG EN-GJS-400/15 TECHNICALREQUIREMENT/DEMAND - DIN 50125 .
MATIERE ° NORMOS DE CCNTROL ET SPECIFICATIONS o
1+ DESINACION
il' * GEGENSTAD
(- pESIGNATION 150MM WAFER BODY (DRAWING NO. 7010554 B . )
thl.} DESIGNATION _ ~ :
A
il ANALYSIS QUIMICO CHEMISCHE ANALYSE/CHEMICAL ANALYSE/ANALYSE CHEMIQUE
1+ cotADAN NO.
Lo/ SCHMELZE NO, | £ ! Hn wp ° -2
7\ HEATNO. 32 3.470 780 3 1003 |70 1
A T O o, | 2. 0.310 03 0i1 0.042
CODIGO INENTIFICACION COLADA CANTIDAD
SCHMELZEIDENTIFIKATIONSKOD | MENGE Inv No. 3859 Dt: 09/04/2004 :
HEAT IQENTIFIKATION .CODE 1.2 ¥ 1 QUANTTTY 123 Nos :
CODE INDENTIFICATION GOULEE QUANTITE :
) ENSAYOS MECHANICOS/MECHANISCHE PRUFUNGNM/MECHANICAL TEST/ESSAIS MECANIOVES
1. TRACCION/ZUGFESTIGKFIT/TENSILE/TRACTION RESILIENCIA DUREZA/HARTE
- KERBSCHLAAGARBEIT HARDNESS/CURETE
g (i IMPACT -
i . STRENGTH/RESILIENCE
i' £
5, PROSETAN -4 e o8 =5 . 213 58
{HI'] PROBE Nr. S 5% | B.S82-E8o0 |2 & o_B& @
't TEST NO. ;3 g%_u_: §g§§ ‘i,‘,%,%',-: §258|3 B= §§-’52 g 8
N D e = =1 hs) -
"I eprGUV Nr. fgEs8 D5allRgex|EB8T 2258 | 8255 8 &
. E8-78| ES2E 52580|5-05| 5 28| g5 8¢ o o
b _ CEER J0FS|ORCE|<s x| Sdar | G D0 T i
' 0.2% 2
HEAT NO. oC N/mm2 N/mm % J
, 12 32070 | 517.40 | 16.80 163, 163
3
# ‘E\'
o TRATAMIENTO TERMICO !
HEAT TREATMENT
TRAITEMENT THERM QUE
i~ OBSERVACIONES/BEMERKUNGEN/REMARKS OBSERVATIONS
.1 Graphite Nodules in Fercitic Matrix
© LOS RESULTADOS INDICAN QUE EL MATERIAL ESTA DE PECHA / DATUM / DATE / DATE

ACUERDO ALAS ESPECIFICACIONES
DIE RESULTATE ERGEBEN, DASS DAS MATERIAL DEN

i, SPEZIFIKATIONEN ENSPRICHT
H %\0‘7

THE RESULTS SHOW THAT THE MATERIAL IS IN ACCORDANCE
WITH REQUIREMENTS. .1 DIRECT D/ Q.C. MANAGER

CASTINGS ARE VISUALLY INSPECTED AND ARE FREE FROM FOUNDRY DEFECT




A.K.P. FOUNDRIES PVT. LTD,

SRS

R.S, No. 689, Udyambag,

BELGAUM - 590 008
INSPECTION CERTIFICATE ACC : TOEN 10204 3.1b
4 Phone : 440164,441530
CLIENTE B ) REDIDO NO, CERTIFICADO
KUNDE CRANE PROCESS FLOW TECHNOLOGIES DESTELL NO. ZEUGNIS NO
ORDER NO.: CERTIFICATE NO, ; 8440
c : )0
USTOMER ORDER DATE: CERTIFICATE NO.
CLIENT COMMANDE NO,
MATERIAL NORMAS DE CONTROL EESPECIFICACIONES
WERKSOFF KONTROLL NORM/SPEZIFICATIONES EN 1563
MATERIAL EN-GIS-400/15 TECHNICALREQUIREMENT/DEMAND DIN 50125
MATIERE NORMOS DE CCNTROL ET SPECIFICATIONS
DESINACION
GEGENSTAD
DESIGNATION DN 100 WAFER BODY (DRAWING NO, 7010552 A )
DESIGNATION ' :
ANALYSIS QUIMICO CHEMISCHE ANALYSE/CHEMICAL ANALYSE/ANALYSE CHEMIQUE
COLADAN NO, .
SCHMELZE NO. c S Mo P s My
REAT NO. 1223 3.550 i
COULEE NO. 2.540 0.220 0.044 0.011 0.046
CODIGO INENTIFICACION COLADA CANTIDAD
SCHMELZEIDENTIFIKATIONSKOD MENGE Inv No. 5688 Dt: 11/26/2004
HEAT IOENTIFIKATION CODE 1223 g | QUANTITY 75 Nos
CODE INDENTIFICATION COULEE QUANTITE

ENSAYOS MECHANICOS/MECHANISCHE PRUFUNGNM/MECHANICAL TEST/ESSAIS MECANIOVES

TRACCION/ZUGFESTIGKFIT/T ENSILE/TRACTION RESILIENCIA DUREZA/HARTE
KERBSCHLAAGARBEIT HARDNESS/CURETE
IMPACT
STRENGTH/RESILIENCE
PROBETA N
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SEEER| 5855 e |a2 88| FEEY| 2528 g @
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HEAT NO. oC N/mmz N/mm % 3
223 324.20 | 513.60 16,80 163, 163
TRATAMIENTO TERMICO
WARMEBEHANDLUNG
NOT APPLICABLE,
HEAT TREATMENT TA cA
TRAITEMENT THERM QUE
OBSERVACIONES/BEMERKUNGEN/REMARKS OBSERVATIONS
Graphite Nodules In Ferritic Matrix
PECHA / DATUM / DATE / DATE

LOS RESULTADOS INDICAN QUE EL MATERIAL ESTA DE
ACUERDO ALAS ESPECIFICACIONES .

DIE RESULTATE ERGEBEN, DASS DAS MATERIAL DEN
SPEZIFIKATIONEN ENSPRICHT

THE RESULTS SHOW THAT THE MATERIAL 1S IN ACCORDANCE
WITH REQUIREMENTS.

o,

DIRECTOR-CLIBAD / Q.C. MANAGER

CASTINGS ARE VISUALLY INSPECTED AND ARE FREE FROM FOUNDRY DEFECT




